. Chen YW, Wu GH, Lee BS, Liu CT, Li HY, Cheng SJ, Kuo WT, Jeng JH, Chang
PC, Lin CP, Chou HYE, Hou HH (2023). Third-generation sequencing-selected
Scardovia wiggsiae promotes periodontitis progression in mice. Journal of
Periodontal Research, 58(1): 155-164 . (SCI) [IF=3.5, 5IF=3.9; 26/91=28.57%);
DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:0]

Lai CC, Lin CP, Wang YL (2022). Development of antibacterial composite resin
containing chitosan/fluoride microparticles as pit and fissure sealant to prevent
caries. Journal of Oral Microbiology, 14(1): 2008615. (SCI) [IF=4.5, 5IF=5.2;
47/135=34.81%; MICROBIOLOGY; Times Cited:3]

. Atila D, Chen CY, Lin CP, Lee YL, Hasirci V, Tezcaner A, Lin FH (2022). In
vitro evaluation of injectable Tideglusib-loaded hyaluronic acid hydrogels
incorporated with Rgl-loaded chitosan microspheres for vital pulp regeneration.
Carbohydrate Polymers, 278, 118976. (SCI) [ IF=11.2, 51F= 10.2; 3/86 =3.48%);
POLYMER SCIENCE; Times Cited:11]

. Yeh CC, Bhorade R, Hsu TT, Chen CY, Lin CP* (Corresponding Author)

(2022). Mechanical assessment and odontogenic behavior of a 3D-printed
mesoporous calcium silicate/calcium sulfate/poly-e-caprolactone composite
scaffold. Journal of the Formosan Medical Association, 121(2):510-518. (SCI)
[IF=3.2, 5IF=3.3; 69/167=39.20%; MEDICINE, GENERAL & INTERNAL;
Times Cited:7]

. Tseng HY, Chen YW, Lee BS, Chang PC, Wang YP,_Lin CP, Cheng SJ, Kuo MYP
and Hou HH (2022). The neutrophil elastase-upregulated placenta growth factor
promotes the pathogenesis and progression of periodontal disease. Journal of
Periodontology, 93(9): 1401-1410. (SCI) [ IF=4.3, 5IF=5.4; 12/91=13.18%;
DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:1])

. Chen CY, Shie MY, Lee AKX, Chou YT, Chiang C, Lin CP* (Corresponding
Author) (2021). 3D-Printed Ginsenoside Rbl-Loaded Mesoporous Calcium
Silicate/Calcium Sulfate Scaffolds for Inflammation Inhibition and Bone
Regeneration. Biomedicines, 9(8): 907(p1-15). (SCI) [ IF=4.7, 5IF=4.9;
92/285=32.28%; BIOCHEMISTRY & MOLECULAR BIOLOGY; Times
Cited:13)

Huang KH, Wang CY, Chen CY, Hsu TT, Lin CP* (Corresponding Author)
(2021). Incorporation of Calcium Sulfate Dihydrate into a Mesoporous Calcium

Silicate/Poly- € -Caprolactone Scaffold to Regulate the Release of Bone

Morphogenetic Protein-2 and Accelerate Bone Regeneration. Biomedicines, 9(2):
128(p1-18). (SCI) [ IF=4.7, 5IF=4.9; 92/285=32.28%; BIOCHEMISTRY &



MOLECULAR BIOLOGY; Times Cited:15]

8. Lee YP, Loh CH, Hwang MJ, Lin CP* (Corresponding Author) (2021). Vitamin
B12 deficiency and anemia in 140 Taiwanese female lacto-vegetarians. Journal of
the Formosan Medical Association, 120(11), 2003-2009. (SCI) [ IF=3.2,
5IF=3.3; 69/167=39.20%; MEDICINE, GENERAL & INTERNAL; Times
Cited:8)

9. Huang KH, Chen CY, Chang CY, Chen YW, Lin CP* (Corresponding Author)
(2021). The synergistic effects of quercetin-containing 3D-printed mesoporous
calcium silicate/calcium sulfate/poly-g-caprolactone scaffolds for the promotion of
osteogenesis in mesenchymal stem cells. Journal of the Formosan Medical
Association, 120(8):1627-1634. (SCI) [ IF=3.2, 5IF=3.3; 69/167=39.20%;
MEDICINE, GENERAL & INTERNAL; Times Cited:18]

10. Thacker M, Chen YN, Lin CP, Lin FH (2021). Nitrogen-doped titanium
dioxide mixed with calcium peroxide and methylcellulose for dental
bleaching under visible light activation, International Journal of
Molecular Sciences, 22(7), 1-11. (SCl) [ IF=5.6, 5IF=6.2;
66/285=23.15%; BIOCHEMISTRY & MOLECULAR BIOLOGY; Times
Cited:6)

11. Chang HH, Yeh CL, Wang YL, Huang YC, Tsai SJ, Li YT, Yang JH, Lin
CP* (Corresponding Author) (2021). Differences in the biomechanical
behaviors of natural teeth and dental implants. Dental Materials, 37(4):
682-689. (SCI) [IF=5.0, 5IF=6.0; 6/91=6.00%; DENTISTRY, ORAL
SURGERY & MEDICINE; Times Cited:8]

12. Kuo YF, Chen MH, Huang KH, Chang HH, Yeh CL, Lin_CP*
(Corresponding Author) (2021). Comparing image qualities of dental

cone-beam computed tomography with different scanning parameters for
detecting root canals. Journal of the Formosan Medical Association,
120(3): 991-996. (SCI) [1F=3.2, 5IF=3.3; 69/167=39.20%; MEDICINE,
GENERAL & INTERNAL; Times Cited:2]

13. Chang CC, Lin TA, Wu SY, Lin CP, Chang HH (2020). Regeneration of tooth
with allogenous, autoclaved treated dentin matrix with dental pulpal stem cells: an
in vivo study. Journal of Endodontics, 46(9):1256-1264. (SCI) [IF=4.2, 51F=4.6;
14/91=15.38%, DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:20])

14. Chen CY, Chen CC, Wang CY, Lee KX, Yeh CL, Lin CP* (Corresponding
Author) (2020). Assessment of the release of vascular endothelial growth factor
from 3D-printed poly-epsilon-caprolactone/hydroxyapatite/calcium  sulfate




15.

16.

17.

18.

19.

20.

21.

22.

scaffold with enhanced osteogenic capacity. Polymers, 12(7):1455. (SCI)
[ IF=5.0, 51F=5.0; 17/93=18.27%, POLYMER SCIENCE; Times Cited:28]
Chang HH, Chang YJ, Yeh CL, Lin TA, Lin, Lin CP* (Corresponding Author)
(2020). Development of calcium phosphate/calcium sulfate biphasic biomedical
material with hyaluronic acid containing collagenase and simvastatin for vital pulp
therapy. Dental Materials, 36(6): 755-764. (SCI) [IF=5.0, 5IF=6.0; 6/91=6.00%;
DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:11]
Chang HH, Yeh CL, Wang YL, Fu KK, Tsai SJ, Yang JH, Lin_CP*
(Corresponding _Author) (2020). Neutralized dicalcium phosphate and
hydroxyapatite biphasic bioceramics promote bone regeneration in critical
peri-implant bone defects. Materials, 13(4):823. (SCI) [ IF=3.4, 5IF=3.8;
173/342=49.70%, MATERIALS SCIENCE, MULTIDISCIPLINARY; Times
Cited:6)
Chang HH, Tseng YT, Huang SW, Kuo YF, Yeh CL, Wu CH, Huang YC, Jeng RJ,
Lin JJ, Lin_CP* (Corresponding Author) (2020). Evaluation of carbon
dioxide-based urethane acrylate composites for sealers of root canal obturation.
Polymers, 12(2):482. (SCI) [ IF=5.0, 5IF=5.0; 17/93=18.27%, POLYMER
SCIENCE; Times Cited:3])
Tsai YL, Kao MW, Huang SJ, Lee YL, Lin CP, Chan CC (2020). Characterization
of phosphorus species in human dentin by solid-state NMR. Molecules, 25(1):196.
(SCI) [IF=4.6, 5IF=4.9; 97/285=34.03%, BIOCHEMISTRY & MOLECULAR
BIOLOGY:; Times Cited:10])
Li KY, Tsai CC, Lin TC, Wang YL, Lin FH, Lin CP* (Corresponding Author)
(2020). Fluorinated montmorillonite and 3YSZ as the inorganic fillers in
fluoride-releasing and rechargeable dental composition resin. Polymers,
12(4):223. (SCI) [IF=5.0, 5IF=5.0; 17/93=18.27%, POLYMER SCIENCE; Times
Cited:6)
Chang HH, Yeh CL, W YL, Liu GW, Lin HP, Lin CP* (Corresponding Author)
(2020). Crystal growth in dentinal tubules with bio-calcium carbonate-silica
sourced from equisetum grass. Journal of the Formosan Medical Association,
119(12):1835-1841. (SCI) [ IF=3.2, 5IF=3.3; 69/167=39.20%; MEDICINE,
GENERAL & INTERNAL; Times Cited:2]
Chang CC, Yeh CL, Chang HH, Kuo YF, Huang PY, Lin CP* (Corresponding
Author) (2019). Effect of different zinc concentrations on partially-stabilized
cement for vital pulp therapy. Journal of the Formosan Medical Association,
118(12):1610-1615. (SCI) [ IF=3.2, 5IF=3.3; 69/167=39.20%; MEDICINE,
GENERAL & INTERNAL; Times Cited:2]
Li KY, Tsai CC, Fang CH, Wang YL, Lin FH, Lin CP* (Corresponding Author)




23.

24,

25.

26.

217.

28.

29.

(2019). Fluorinated montmorillonite composite resin as a dental pit and fissure
sealant. Polymers, 11(10):1535. (SCI) [ IF=5.0, 5IF=5.0; 17/93=18.27%,
POLYMER SCIENCE ; Times Cited:12]

Su CY, Chen CC, Chen HY, Lin CP, Lin FH, Fang HW (2019). Characteristics of
an alternative antibacterial biomaterial for mouthwash in the absence of alcohol.
Journal of Dental Sciences, 14(2):192-197. (SCI) [ IF=3.5, 5IF=3.0;
26/91=28.57%, DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:14]}
Wang YL, Chiang YC, Chang HH, Lin HP, Lin_ CP* (Corresponding Author)
(2019). Novel calcium encapsulated mesocellular siliceous foams for crystal
growth in dentinal tubules. Journal of Dentistry, 83:61-66. (SCI) [ IF=4.4,
51F=5.0; 11/91=12.08%, DENTISTRY, ORAL SURGERY & MEDICINE; Times
Cited:16)

Lin CP, Wang YL, Shen LJ, Lin, Lin CP* (Corresponding Author) (2019). The
dentin permeability of anti-inflammatory and antibacterial drugs: In vitro study.
Journal of the Formosan Medical Association, 118(4):828-832. (SCI) [IF=3.2,
5IF=3.3; 69/167=39.20%; MEDICINE, GENERAL & INTERNAL; Times
Cited:4)

Wang YL, Chang HH, Chiang YC, Lin CH, Lin CP* (Corresponding Author)
(2019). Strontium ion can significantly decrease enamel demineralization and
prevent the enamel surface hardness loss in acidic environment. Journal of the
Formosan Medical Association, 118(1):39-49. (SCI) [ IF=3.2, 5IF=3.3;
69/167=39.20%; MEDICINE, GENERAL & INTERNAL; Times Cited:23]

Tsai SJ, Chen MH, Lin HY, Lin CP, Chang HH (2019). Pure type-1 collagen
application to third molar extraction socket reduces postoperative pain score and
duration and promotes socket bone healing. Journal of the Formosan Medical
Association, 118(1):481-487. (SCIl) [ IF=3.2, 5IF=3.3; 69/167=39.20%;
MEDICINE, GENERAL & INTERNAL; Times Cited:15])

Huang KH, Chen YW, Wang CY, Lin YH, Wu YH, Shie MY, Lin_ CP*
(Corresponding Author) (2018). Enhanced capability of bone morphogenetic
protein 2-loaded mesoporous calcium silicate scaffolds to induce odontogenic
differentiation of human dental pulp cells. Journal of Endodontics, 44(11):
1677-1685. (SCl) [ IF=4.2, 5IF=4.6; 14/91=15.38%, DENTISTRY, ORAL
SURGERY & MEDICINE; Times Cited:10])

Huang KH, Lin YH, Shie MY, Lin, Lin CP* (Corresponding Author) (2018).
Effects of bone morphogenic protein-2 loaded on the 3D-printed MesoCS
scaffolds. Journal of the Formosan Medical Association, 117(10):879-887. (SCI)
[IF=3.2, 5IF=3.3; 69/167=39.20%; MEDICINE, GENERAL & INTERNAL;
Times Cited:24 ]




30. Hu XF, Lee JW, Zheng X, Zhang JH, Song YN, Wang BM, Hu XX, Chang HH,
Chen YP, Lin_CP* (Corresponding Author), Zhang YD (2018). Efficient
induction of functional ameloblasts from human keratinocyte stem cells. Stem
Cell Research & Therapy, 9:126. (SCI) [IF=7.5, 5IF=8.0; 4/29=13.79%, CELL
& TISSUE ENGINEERING; Times Cited:17]

31. Wang YL, Chang HH, Chiang YC, Lu YC, Lin, Lin _CP* (Corresponding
Author) (2018). Effects of fluoride and epigallocatechin gallate on
soft-drink-induced dental erosion of enamel and root dentin. Journal of the
Formosan Medical Association 117(4):276-282. (SCI) [ IF=3.2, 5IF=3.3;
69/167=39.20%; MEDICINE, GENERAL & INTERNAL; Times Cited:26]

32.Lee YL, Wang WH, Lin FH, Lin_CP* (Corresponding Author) (2017).
Hydration behaviors of calcium silicate-based biomaterials. Journal of the
Formosan Medical Association, 116(6):424-431. (SCI) [ IF=3.2, 5IF=3.3;
69/167=39.20%; MEDICINE, GENERAL & INTERNAL; Times Cited:37]

33. Chi CW, Deng YL, Lee JW, Lin CP* (Corresponding Author) (2017). Fracture
resistance of dental nickel-titanium rotary instruments with novel surface
treatment: Thin film metallic glass coating. Journal of the Formosan Medical
Association, 116(5):373-379. (SCI) [ IF=3.2, 5IF=3.3; 69/167=39.20%;
MEDICINE, GENERAL & INTERNAL; Times Cited:18]

34.Chi CW, Li CC, Lin_CP, Shin CS (2017). Cyclic fatigue behavior of
nickel-titanium dental rotary files in clinical simulated root canals. Journal of the
Formosan Medical Association, 116(4):306-312. (SCI) [ IF=3.2, 5IF=3.3;
69/167=39.20%; MEDICINE, GENERAL & INTERNAL; Times Cited:15]

35. Chi CW, Lai HH, Liu CY, Lin CP, Shin CS (2017). Influence of heat treatment on
cyclic fatigue and cutting efficiency of ProTaper Universal F2 instruments.
Journal of Dental Sciences, 12(1):21-26. (SCI) [ IF=3.5, 5IF=3.0;
26/91=28.57%, DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:19])

36. Chen MH, lkoma T, Huang JY, Li KY, Lin CP* (Corresponding Author), Lin
FH (2016). Hafnium-doped hydroxyapatite nanoparticles with ionizing radiation
for lung cancer treatment. Acta Biomaterialia, 37(6):165-173. (SCI) [IF=9.7,
51F=9.9; 9/96=9.37%, ENGINEERING, BIOMEDICAL; Times Cited:77]

37. Chiang YC, Lin PY, Chen YY, Chien CY, Lin HP, Lin CP* (Corresponding
Author) (2016). A mesoporous biomaterial for biomimetic crystallization in
dentinal tubules without impairing the bonding of a self-etch resin to dentin.
Journal of the Formosan Medical Association, 115(6):455-462. (SCI) [IF=3.2,
5I1F=3.3; 69/167=39.20%; MEDICINE, GENERAL & INTERNAL; Times
Cited:13])

38. Chiang YC, Chang HH, Wang CC, Wang YP, Wang YL, Huang WH, Lin CP*




39.

40.

41.

42,

43.

44,

45,

46.

(Corresponding Author) (2016). Nanocrystalline calcium sulfate/hydroxyapatite

biphasic compound as a TGF-B1/VEGF reservoir for vital pulp therapy. Dental

Materials, 32(10):1197-1208. (SCI) [ IF=5.0, 5IF=6.0; 6/91=6.00%;

DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:35])

Subramaniam S, Fang YH, Sivasubramanian S, Lin FH, Lin_CP (2016).

Hydroxyapatite-calcium sulfate-hyaluronic acid composite encapsulated with

collagenase as bone substitute for alveolar bone regeneration. Biomaterials, 74:

99-108. (SCI) [ IF=14.0, 5IF=13.8; 2/45=4.44%, MATERIALS SCIENCE,

BIOMATERIALS; Times Cited:124]

Chang CH, Lin CY, Liu FH, Chen HC, Lin CP, Ho HN, Liao YS (2015). 3D

printing bioceramic porous scaffolds with good mechanical property and cell

affinity. Plos One, 10(11):e0143713. (SCI) [IF=3.7, 5IF=3.8; 26/73=35.61%,

MULTIDISCIPLINARY SCIENCES; Times Cited:54]

Lin PY, Wang KW, Tu YK, Chen HM, Chi LY, Lin CP* (Corresponding Author)
(2015). Dental service use among patients with specific disabilities: a nationwide

population-based study. Journal of the Formosan Medical Association,

115(10):867-875. (SCI) [ IF=3.2, 5IF=3.3; 69/167=39.20%; MEDICINE,

GENERAL & INTERNAL; Times Cited:13]

Chang HH, Lee MS, Hsu YC, Tsai SJ, Lin CP (2015). Comparison of clinical

parameters and environmental noise levels between regular surgery and

piezosurgery for extraction of impacted third molars. Journal of the Formosan

Medical Association, 114(10):929-935. (SCI). [IF=3.2, 5IF=3.3; 69/167=39.20%);
MEDICINE, GENERAL & INTERNAL; Times Cited:44 ]}

Hsu TC, Tsai SL, Chang ZC, Yu SH, Lai HH, Lin_CP (2015). Core clinical

competencies for dental graduates in Taiwan: Considering local and cultural issues.
Journal of Dental Sciences, 10(2):161-166. (SCl) [ IF=3.5, 5IF=3.0;

26/91=28.57%, DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:23])
Wang YC, Huang GF, Cheng YJ, Chen SM, Yang H, Lin CP, Huang HH, Huang

CH (2015). Analysis of clinical characteristics, dental treatment performed, and

postoperative complications of 200 patients treated under general anesthesia in a

special needs dental clinic in northern Taiwan. Journal of Dental Sciences,

10(2):172-175. (SCI) [IF=3.5, 5IF=3.0; 26/91=28.57%, DENTISTRY, ORAL

SURGERY & MEDICINE; Times Cited:15])

Liu YJ, Sar IC, Chen YY, Chiang YY, Lai HH, Chen WP, Lin_CP (2015).

Mechanical properties of temporary anchorage device. Journal of Dental

Sciences, 10(1):68-73. (SCI) [IF=3.5, 5IF=3.0; 26/91=28.57%, DENTISTRY,

ORAL SURGERY & MEDICINE; Times Cited:5]

Liao YS, Lin TC, Lee MS, Su PY, Chen YL, Chang HH, Lin CP (2015). Optimal




47.

48.

49,

50.

o1,

52.

53.

54,

parameters of dental ultrasonic instrument diamond coating for enamel removal.
Journal of Dental Sciences, 10(2):128-132. (SCI) [ IF=3.5, 5IF=3.0;
26/91=28.57%, DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:3]
Tsai SL, Sar IC, Chang ZC, Yu SH, Lai HH, Lin CP (2015). Dental education
development reflection from an objective structured clinical examination. Journal
of Dental Sciences, 10(3):248-252. (SCI) [IF=3.5, 5IF=3.0; 26/91=28.57%,
DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:6)
Chen YL, Chen HY, Chiang YC, Chang HH, Lin CP* (Corresponding Author)
(2015). Effect of the pre-crack preparation with an ultrasonic instrument on the
ceramic bracket removal. Journal of the Formosan Medical Association,
114(8):704-709. (SCI) [ IF=3.2, 5IF=3.3; 69/167=39.20%; MEDICINE,
GENERAL & INTERNAL; Times Cited:6]
Chiang YC, Lin HP, Chang HH, Cheng YW, Tang HY, Yen WC, Lin PY, Chang
KW, Lin CP* (Corresponding Author) (2014). A mesoporous silica biomaterial
for dental biomimetic crystallization. ACS Nano, 8(12):12502-12513. (SCI)
[ IF=17.1, 5IF=17.1;  20/342=5.84%, MATERIALS  SCIENCE,
MULTIDISCIPLINARY; Times Cited:57]
Chang KC, Chang CC, Chen WT, Hsu CK, Lin FH, Lin CP* (Corresponding
Author) (2014). Development of calcium phosphate/sulfate biphasic cement for
vital pulp therapy. Dental Materials, 30(12):362-e€370. (SCI) [IF=5.0, 5IF=6.0;
6/91=6.00%; DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:26)
Chang CC, Chang KC, Tsai SJ, Chang HH, Lin CP* (Corresponding Author)
(2014). Neurogenic differentiation of dental pulp stem cells to neuron-like cells in
dopaminergic and motor neuronal inductive media. Journal of the Formosan
Medical Association, 113(12):956-965. (SCI) [IF=3.2, 5IF=3.3; 69/167=39.20%);
MEDICINE, GENERAL & INTERNAL; Times Cited:105])
Chang KC, Chang CC, Huang YC, Chen MH, Lin FH, Lin CP* (Corresponding
Author) (2014). Effect of tricalcium aluminate on the physicochemical properties,
bioactivity, and biocompatibility of partially stabilized cements. Plos One,
9(9):e106754. (SCI) [1F=3.7, 5IF=3.8; 26/73=35.61%, MULTIDISCIPLINARY
SCIENCES; Times Cited:19]
Chen YY, Chen WP, Chang HH, Huang SH, Lin CP* (Corresponding Author)
(2014). A novel dental implant abutment with micro-motion capability -
development and biomechanical evaluations. Dental Materials, 30(2):131-137.
(SCI) [ IF=5.0, 5IF=6.0; 6/91=6.00%; DENTISTRY, ORAL SURGERY &
MEDICINE; Times Cited:18])
Chang HH, Chiang YC, Chen YL, Chuang YH, Tsai SJ, Hsieh KH, Lin FH, Lin
CP* (Corresponding Author) (2014). A novel chitosan-yPGA polyelectrolyte




55.

56.

S7.

58.

59.

60.

61.

complex hydrogel promote early new bone formation in the alveolar socket
following tooth extraction. Plos One, 9(3):92362. (SCI) [IF=3.7, 5IF=3.8;
26/73=35.61%, MULTIDISCIPLINARY SCIENCES; Times Cited:36]

Shin CS, Huang YH, Lin_CP* (Corresponding Author) (2014). Fatigue life
enhancement of NiTi rotary endodontic instruments by progressive reciprocating
operation. International Endodontic Journal, 47(9): 882-888. (SCI) [IF=5.0,
5IF=5.3; 7/156=4.48%, DENTISTRY, ORAL SURGERY & MEDICINE; Times
Cited:35)

Cheng YA, Jason Jee, Genie Hsu, Yanyan Huang, Casey Chen, Lin_CP*
(Corresponding Author). (2014). A markerless protocol for genetic analysis of
Aggregatibacter actinomycetemcomitans. Journal of the Formosan Medical
Association, 113(2):114-123. (SCI) [ IF=3.2, 5IF=3.3; 69/167=39.20%;
MEDICINE, GENERAL & INTERNAL; Times Cited:8]

Liao YS, Lin TC, Lai CY, Chen YL, Chang HH, Lin CP* (Corresponding
Author) (2014). Cutting performance of diamond-like carbon coated tips in
ultrasonic osteotomy. Journal of Dental Sciences, 9(1):63-68. (SCI) [IF=3.5,
5IF=3.0; 26/91=28.57%, DENTISTRY, ORAL SURGERY & MEDICINE; Times
Cited:7)

Cher TL, Huang CS, Shih CL, Lin CP* (Corresponding Author) (2014). The
quality of teaching and training in hospital dental departments in Taiwan: Results
from the 2008 national survey. Journal of Dental Sciences, 9(2):101-110. (SCI)
[ IF=3.5, 5IF=3.0; 26/91=28.57%, DENTISTRY, ORAL SURGERY &
MEDICINE; Times Cited:3]

Chen MH, Chang JZC, Kok SH, Chen YJ, Huang YD, Cheng KY, Lin CP (2014).
Intraobserver reliability of landmark identification in cone-beam computed
tomography-synthesized two-dimensional cephalograms versus conventional
cephalometric radiography: A preliminary study. Journal of Dental Sciences,
9(1):56-62. (SCI) [ IF=3.5, 5IF=3.0; 26/91=28.57%, DENTISTRY, ORAL
SURGERY & MEDICINE; Times Cited:12]

Cheng YA, Huang SH, Hsien HC, Chiang YC, Lin CP* (Corresponding Author).
(2014). Influence of cyclic heating on physical property and biocompatibility of a-
and B-form gutta- percha. Journal of the Formosan Medical Association,
113(8):498-505. (SCI) [ IF=3.2, 5IF=3.3; 69/167=39.20%; MEDICINE,
GENERAL & INTERNAL; Times Cited:9]

Jan YD, Lee BS, Lin CP, Tseng WY (2014). Conjugation of diisocyanate side
chains to dimethacrylate reduces polymerization shrinkage and increases the
hardness of composite resins. Journal of the Formosan Medical Association,
113(4):242-248. (SCI) [ IF=3.2, 5IF=3.3; 69/167=39.20%; MEDICINE,




62.

63.

64.

65.

66.

67.

68.

69.

GENERAL & INTERNAL; Times Cited:3]
Wang YL, Chang CC, Chi CW, Chang HH, Chiang YC, Chang YC, Chang HH,
Huang HH, Huang GF, Liao YS, Lin_CP* (Corresponding Author) (2014).
Erosive potential of soft drinks on human enamel: An in vitro study. Journal of
the Formosan Medical Association, 113(11):850-856. (SCI) [IF=3.2, 5IF=3.3;
69/167=39.20%; MEDICINE, GENERAL & INTERNAL; Times Cited:79]
Jan YD, Lee BS, Lin CP, Tseng WY (2014). Biocompatibility and cytotoxicity of
two novel low-shrinkage dental resin matrices. Journal of the Formosan
Medical Association, 113(6):349-355. (SCI) [IF=3.2, 5IF=3.3; 69/167=39.20%;
MEDICINE, GENERAL & INTERNAL; Times Cited:20]
Lee JJ, Kok SH, Cheng SJ, Lin LD, Lin CP* (Corresponding Author). (2014).
Needlestick and sharps injuries among dental healthcare workers at a university
hospital. Journal of the Formosan Medical Association, 113(4):227-233. (SCI)
[IF=3.2, 5IF=3.3; 69/167=39.20%; MEDICINE, GENERAL & INTERNAL;
Times Cited:64 ]
Lee MS, Chen YL, Huang PH, Chiang YC, Chang HH, Jeffrey Wu, Lin CP*
(Corresponding Author) (2014). Effects of ultrasonic and high-speed air-driven
devices on pulp-dentin reactions: An animal study. Journal of Dental Sciences,
9(4):359-363. (SCI) [IF=3.5, 5IF=3.0; 26/91=28.57%, DENTISTRY, ORAL
SURGERY & MEDICINE; Times Cited:5]
Cher TL, Lin_CP, Huang CS (2014). Clinical dental care in hospital dental
departments in Taiwan: Results from the 2008 national survey. Journal of Dental
Sciences, 9(4):371-380. (SCI) [IF=3.5, 5IF=3.0; 26/91=28.57%, DENTISTRY,
ORAL SURGERY & MEDICINE; Times Cited:2]
Chen WP, Chen YY, Huang SH, Lin_CP* (Corresponding Author) (2013).
Limitations of push-out test in bond strength measurement. Journal of
Endodontics, 39(2): 283-287. (SCI) [ IF=4.2, 5IF=4.6; 14/91=15.38%,
DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:125])
Lin PY, Cheng YW, Chu CY, Chien KL, Lin CP, Tu YK (2013). In-office
treatment for dentin hypersensitivity: a systematic review and network
meta-analysis. Journal of Clinical Periodontology, 40(1):53-64. (SCI) [IF=6.7,
51F=9.1; 4/91=4.39%; DENTISTRY, ORAL SURGERY & MEDICINE; Times
Cited:120]
Huang CS, Cher TL, Lin CP, Wu KM (2013). Projection of the dental workforce
from 2011 to 2020, based on the actual workload of 6762 dentists in 2010 in
Taiwan. Journal of the Formosan Medical Association, 112(9):527-536. (SCI)
[IF=3.2, 5IF=3.3; 69/167=39.20%; MEDICINE, GENERAL & INTERNAL;
Times Cited:29]




70.

71.

72.

73.

74.

75.

76.

77.

Chen YL, Chang HH, Chiang YC, Lin CP* (Corresponding Author)(2013).
Application and development of ultrasonics in dentistry. Journal of the
Formosan Medical Association, 112(11): 659-665. (SCI) [IF=3.2, 5IF=3.3;
69/167=39.20%; MEDICINE, GENERAL & INTERNAL; Times Cited:48]
Su MZ, Chang HH, Chiang YC, Cheng JH, Fuh LJ, Wang CY, Lin CP (2013).
Modeling viscoelastic behavior of periodontal ligament with nonlinear finite
element analysis. Journal of Dental Sciences, 8(2):121-128. (SCI) [IF=3.5,
5IF=3.0; 26/91=28.57%, DENTISTRY, ORAL SURGERY & MEDICINE; Times
Cited:52)
Lin CJ, Chang JZC, Hsu TC, Liu YJ, Yu SH, Tsai SSL, Lai EHH, Lin CP (2013).
Correlation of rater training and reliability in performance assessment: Experience
in a school of dentistry. Journal of Dental Sciences, 8(3):256-260. (SCI) [IF=3.5,
51F=3.0; 26/91=28.57%, DENTISTRY, ORAL SURGERY & MEDICINE; Times
Cited:15)
Wang YL, Chang HH, Kuo CI, Chen SK, Guo MK, Huang GF, Lin CP (2013). A
study on the root canal morphology of primary molars by high-resolution
computed tomography. Journal of Dental Sciences, 8(3):321-327. (SCI) [IF=3.5,
51F=3.0; 26/91=28.57%, DENTISTRY, ORAL SURGERY & MEDICINE; Times
Cited:37)
Tsai SJ, Chen YL, Chang HH, Shyu YC, Lin CP* (Corresponding Author)
(2012). Effect of piezoelectric instruments on healing propensity of alveolar
sockets following mandibular third molar extraction. Journal of Dental Sciences,
7(3):296-300. (SCI) [IF=3.5, 5IF=3.0; 26/91=28.57%, DENTISTRY, ORAL
SURGERY & MEDICINE; Times Cited:34]
Cher TL , Lai EHH , Wang CY , Huang CS , Lin CP* (Corresponding Author)
(2012) Administrative management of dental departments in hospitals in Taiwan:
A field survey. Journal of Dental Sciences, 7(4):359-366. (SCI) [IF=3.5,
51F=3.0; 26/91=28.57%, DENTISTRY, ORAL SURGERY & MEDICINE; Times
Cited:3)
Huang SH, Lin LS, Rudney J, Jones R, Aparicio C, Lin_ CP* (Corresponding
Author), Fok SL (2012). A novel dentin bond strength measurement technique
using the composite disk in diametral compression. Acta Biomaterialia,
8(4):1597-1602. (SCI) [ IF=9.7, 5IF=9.9; 9/96=9.37%, ENGINEERING,
BIOMEDICAL; Times Cited:26]
Huang SH, Lin LS, Alex Fok, Lin CP* (Corresponding Author). (2012).
Diametral compression test with composite disk for dentin bond strength
measurement -finite element analysis. Dental Materials, 28(10):1098-1104. (SCI)
[ IF=5.0, 5IF=6.0; 6/91=6.00%; DENTISTRY, ORAL SURGERY & MEDICINE;




78.

79.

80.

81.

82.

83.

84.

85.

Times Cited:18]
Chang JZC, Chen YJ, Tung YY, Lai EHH, Chen WP, Lin CP (2012). Effects of
thread depth, taper shape, and taper length on the mechanical properties of
mini-implants. American Journal of Orthodontics and Dentofacial
Orthopedics, 141(3):279-288. (SCI) [ IF=3.0, 5IF=3.5; 37/91=40.65%,
DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:136]
F Ndong, S. Sadhasivam, Lin FH, S. Savitha, W. Wen-Hsi, Lin CP (2012). The
development of iron-free partially stabilized cement for use as dental root-end
filling material. International Endodontic Journal, 45(6):557-564. (SCI)
[ IF=5.0, 5IF=5.3; 7/156=4.48%, DENTISTRY, ORAL SURGERY &
MEDICINE; Times Cited:14]
Cher TL, Lai EHH, Huang CS, Lin CP* (Corresponding Author) (2012). Field
survey of dental manpower in Taiwan’s hospitals. Journal of the Formosan
Medical Association, 111(6):305-14. (SCI) [IF=3.2, 5IF=3.3; 69/167=39.20%;
MEDICINE, GENERAL & INTERNAL; Times Cited:17]
Sadhasivam S, Chen JC, Savitha S, Hsu MX, Hsu CK, Lin CP, Lin FH (2012).
Synthesis of partial stabilized cement-gypsum as new dental retrograde filling
material. Materials Science & Engineering C-Materials for Biological
Applications, 32(7):1859-67. (SCl) [ IF=7.9, b5IF=7.4; 9/45=20.00%,
MATERIALS SCIENCE, BIOMATERIALS; Times Cited:12]
Su MZ, Lai EHH, Chang JZC, Chen HJ, Chang FHF, Chiang YC, Lin CP (2012).
Effect of simulated debracketing on enamel damage. Journal of the Formosan
Medical Association, 111(10):560-66. (SCI) [1F=3.2, 51F=3.3; 69/167=39.20%;
MEDICINE, GENERAL & INTERNAL; Times Cited:25])
Chen SH, Tsao CT, Chang CH, Wu YM, Liu ZW, Lin CP, Wang CK, Hsieh KH
(2012). Synthesis and characterization of thermal-responsive chitin-based
polyurethane copolymer as a smart material. Carbohydrate Polymers,
88(4):1483-87. (SCI) [IF=11.2, 5IF=10.2; 3/86 =3.48%; POLYMER SCIENCE;
Times Cited:38])
Su MZ, Chang HH, Chiang YC, Cheng JH, Fuh LJ, Wang ZY, Lin_ CP*
(Corresponding Author) (2012). Tension-compression viscoelastic behaviors of
the periodontal ligament. Journal of the Formosan Medical Association,
111(9):471-481. (SCI) [ IF=3.2, 5IF=3.3; 69/167=39.20%; MEDICINE,
GENERAL & INTERNAL ; Times Cited:41]
Tsai YL, Nakajima M, Wang CY, Foxton RM, Lin CP, Tagami J (2011). Influence
of etching ability of one-step self-etch adhesives on bonding to sound and
non-carious cervical sclerotic dentin. Dental Materials Journal, 30(6):941-47.
(SCI) [IF=25, 5IF=2.5; 49/91=53.84%, DENTISTRY, ORAL SURGERY &




86.

87.

88.

89.

90.

91.

92.

93.

MEDICINE; Times Cited:30])
Mi HW, Lee MC, Fu E, Chow LP, Lin CP* (Corresponding Author) (2011).
Single-molecule imaging of BMP4 dimerization on human periodontal ligament
cells. Journal of Dental Research, 90(11):1318-1324. (SCI) [IF=7.6, 5IF=7.6;
3/91=3.29%, DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:2]
Lee BS, Wang CY, Fang YY, Hsieh KH, Lin_CP* (Corresponding Author)
(2011). A novel urethane acrylate-based root canal sealer with improved degree of
conversion, Cytotoxicity, Bond Strengths, Solubility, and Dimensional Stability.
Journal of Endodontics, 37(2):246-249. (SCI) [IF=4.2, 5IF=4.6; 14/91=15.38%,
DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:43])
Mi HW, Lee MC, Fu E, Chow LP, Lin CP* (Corresponding Author) (2011).
Highly efficient multipotent differentiation of human periodontal ligament
fibroblasts induced by combined BMP4 and hTERT gene transfer. Gene Therapy,
18(5):452-461. (SCI) [IF=5.1,5IF=4.9; 33/156=21.15%, BIOTECHNOLOGY
& APPLIED MICROBIOLOGY; Times Cited:26]
Tsao CT, Chang CH, Li YD, Wu MF, Lin CP, Han JL, Chen SH, Hsieh KH
(2011). Development of chitosan/dicarboxylic acid hydrogels as wound dressing
materials. Journal of Bioactive and Compatible Polymers, 26(5):519-36. (SCI)
[IF=1.7, 5IF=2.1; 64/86=74.41%, POLYMER SCIENCE; Times Cited:38]
Cher TL, Lai EHH, Huang CS, Lin CP* (Corresponding Author) (2011). Field
survey of dental manpower in Taiwan's hospitals. Journal of the Formosan
Medical Association, 111(6):305-14. (SCI) [IF=3.2, 5IF=3.3; 69/167=39.20%;
MEDICINE, GENERAL & INTERNAL; Times Cited:17]
Chu CY, Kuo TC, Chang SF, Shyu YC, Lin_CP* (Corresponding Author)
(2010). Comparison of the microstructure of crown and root dentin by scanning
electron microscopic study. Journal of Dental Sciences, 5(1):14-20. (SCI)
[ IF=3.5, 5IF=3.0; 26/91=28.57%, DENTISTRY, ORAL SURGERY &
MEDICINE; Times Cited:51]
Chiang YC, Hickel R, Lin_CP* (Corresponding Author), Kunzelmann KH
(2010). Shrinkage vector determination of dental composite by mu CT images.
Composites Science and Technology, 70(6):989-994. (SCI) [IF=9.1, 5IF=8.5;
4/28=14.28%, MATERIALS SCIENCE, COMPOSITES; Times Cited:23]
Chiang YC, Rosch P, Dabanoglu A, Lin CP* (Corresponding Author), Hickel R,
Kunzelmann KH(2010). Polymerization composite shrinkage evaluation with 3D
deformation analysis from pCT images. Dental Materials, 26(3):223-231. (SCI)
[ IF=5.0, 5IF=6.0; 6/91=6.00%; DENTISTRY, ORAL SURGERY & MEDICINE;
Times Cited:101])

94. Chiang YC, Chen HJ, Liu HC, Kang SH, Lee BS, Lin FH, Lin_ CP*



95.

96.

97.

98.

99.

(Corresponding Author) (2010). A novel mesoporous biomaterial for treating
dentin hypersensitivity. Journal of Dental Research, 89(3):236-240. (SCI)
[IF=7.6, 5IF=7.6; 3/91=3.29%, DENTISTRY, ORAL SURGERY & MEDICINE;
Times Cited:77])
Wang WH, Wang CY, Shyu YC, Liu CM, Lin FH, Lin_CP* (Corresponding
Author) (2010). Compositional characteristics and hydration behavior of mineral
trioxide aggregates. Journal of Dental Sciences, 5(2):53-59. (SCI) [IF=3.5,
51F=3.0; 26/91=28.57%, DENTISTRY, ORAL SURGERY & MEDICINE; Times
Cited:39)
Huang CC, Chang YC, Chuang MC, Lai TM, Lai JY, Lee BS, Lin CP*
(Corresponding Author) (2010). Evaluation of root and canal systems of
mandibular first molars in taiwanese individuals using cone-beam computed
tomography. Journal of the Formosan Medical Association, 109(4):303-8. (SCI)
[IF=3.2, 5IF=3.3; 69/167=39.20%; MEDICINE, GENERAL & INTERNAL;
Times Cited:118]
Jeng WL, Wang TM, Cher TL, Lin CP, Jeng JH (2009). Strategies for oral health
care for people with disabilities in Taiwan. Journal of Dental Sciences,
4(4):165-172. (SCI) [IF=3.5, 5IF=3.0; 26/91=28.57%, DENTISTRY, ORAL
SURGERY & MEDICINE; Times Cited:27]
Liu JF, Lin MC, Hsu ML, Li UM, Lin CP, Tsai WF, Ai CF, Chen LK, Huang HH
(2009). Effect of nitriding surface treatment on the corrosion resistance of dental
nickel-titanium files in 5.25% sodium hypochlorite solution. Journal of Alloys
and Compounds, 475(1-2):789-793. (SCI) [IF=6.2, 5IF=5.3; 8/78=10.12%,
METALLURGY & METALLURGICAL ENGINEERING; Times Cited:8])
Yeh HW, Chang MC, Lin CP, Tseng WY, Chang HH, Wang TM, Chen YJ, Lin
CC, Yang TT, Lin LD, Jeng JH (2009). Comparative cytotoxicity of five current
dentin bonding agents: Role of cell cycle deregulation. Acta Biomaterialia,
5(9):3404-3410. (SCI) [ IF=9.7, 5IF=9.9; 9/96=9.37%, ENGINEERING,
BIOMEDICAL; Times Cited:26)

100. Huang SJ, Tsai YL, Lee YL, Lin CP* (Corresponding Author), Chana CC

(2009). Structural model of rat dentin revisited. Chemistry of Materials,
21(13):2583-2585. (SCI) [ IF=8.6, 5IF=9.6; 55/420=13.09%, MATERIALS
SCIENCE, MULTIDISCIPLINARY; Times Cited:51]

101. Hsieh KH, Liao KS, Lai HH, Lee BS, Lee CY, Lin CP* (Corresponding

Author) (2008). A novel polyurethane-based root canal obturation material and
urethane-acrylate-based root canal sealer. Part I: Synthesis and evaluation of

mechanical and thermal properties. Journal of Endodontics, 34(3): 303-305.
(SCI) [IF=4.2, 5IF=4.6; 14/91=15.38%, DENTISTRY, ORAL SURGERY &



MEDICINE; Times Cited:30])

102. Lee BS, Lai HH, Liao KS, Lee CY, Hsieh KH, Lin_CP* (Corresponding
Author) (2008). A novel polyurethane-based root canal obturation material and
urethane-acrylate-based root canal sealer. Part Il: Evaluation of push-out bond
strength. Journal of Endodontics, 34(5):594-598. (SCI) [IF=4.2, 5IF=4.6;
14/91=15.38%, DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:41]}

103. Chen CY, Huang CK, Lin SP, Han JL, Hsieh KH,_Lin_CP* (Corresponding
Author) (2008). Low-shrinkage visible-light-curable urethane-modified epoxy
acrylate/SiO, composites as dental restorative materials. Composites Science and
Technology, 68(13):2811-2817. (SCI) [ IF=9.1, 5IF=8.5; 4/28=14.28%,
MATERIALS SCIENCE, COMPOSITES; Times Cited:54)

104. Wang WH, Lee YL, Lin CP,Lin FH. (2008) The effect of composition change in
sol-gel synthesized PSC. Biomedical Engineering-Applications Basis
Communications, 20(1):53-59. (SCI) [ IF=0.9, 5IF=0.7 ; -/-=-%,
ENGINEERING, BIOMEDICAL; Times Cited:0]

105. Lai EHH, Chang JZC, Yao CCJ, Tsai SJ, Liu JP, Chen YJ, and Lin CP (2008).
Relationship between age at menarche and skeletal maturation stages in
Taiwanese female orthodontic patients. Journal of the Formosan Medical
Association, 107(7):527-532. (SCI) [ IF=3.2, 5IF=3.3; 69/167=39.20%;
MEDICINE, GENERAL & INTERNAL; Times Cited:34])

106. Lai EHH, Liu JP, Chang JZC, Tsai SJ, Yao CCJ, Chen MH, Chen YJ, and Lin
CP. (2008) Radiographic assessment of skeletal maturation stages for orthodontic
patients: Hand-wrist bones or cervical vertebrae. Journal of the Formosan
Medical Association, 107(4): 316-325. (SCI) [I1F=3.2, 5IF=3.3; 69/167=39.20%;
MEDICINE, GENERAL & INTERNAL; Times Cited:105])

107. Liau FL, Kok SH, Lee JJ, Kuo RC, Hwang CR, Yang PJ, Lin CP, Kuo YS, and
Chang HH. (2008) Cardiovascular influence of dental anxiety during local
anesthesia for tooth extraction. Oral Surgery, Oral Medicine, Oral Pathology,
Oral Radiology, and Endodontology, 105(1):16-26. (SCI) [2011 IF=1.457,
51F=1.815; 33/81=40.47%; DENTISTRY, ORAL SURGERY & MEDICINE;
Times Cited:151)

108. Wang YL, Lee BS, Tseng CL, Lin FH, Lin CP* (Corresponding Author)
(2008). In vitro study of root fracture treated by CO, laser and DP-bioactive glass
paste. Journal of the Formosan Medical Association, 107(1):46-53. (SCI)

[IF=3.2, 5IF=3.3; 69/167=39.20%; MEDICINE, GENERAL & INTERNAL;
Times Cited:14 )

109. Lin CC, Tsai YL, Li UM, Chang YC, Lin_ CP, Jeng JH* (2008)

Horizontal/Oblique fractures in the palatal root of maxillary molars with




associated periodontal destruction: Case reports. International Endodontic
Journal, 41(5):442-7. (May, Cover page) (SCI) [IF=5.0, 5IF=5.3; 7/156=4.48%,
DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:26)

110. Chiang YC, Lee BS, Wang YL, Cheng YA, Chen YL, Lin CP* (Corresponding
Author) (2008). Microstructural changes of enamel, dentin-enamel junction, and
dentin induced by irradiating outer enamel surfaces with CO, laser. Lasers in
Medical Science, 23(1):41-48. (SCI) [ IF=2.1, 5IF=2.5, 106/212=50.00%,
SURGERY:; Times Cited:52]

111. Wang WH, Lee YL, Lin_CP, Lin FH (2008). Synthesis of partial-stabilized
cement (PSC) via sol-gel process. Journal of Biomedical Materials Research
Part A, 85A(4):964-971. (SCI) [ IF=4.9, 5IF=4.6; 29/96=30.20%,
ENGINEERING, BIOMEDICAL; Times Cited:7 ]

112. Huang JH, Yen SC, Lin_CP* (Corresponding Author) (2008). Impedance
characteristics of mimic human tooth root canal and its equivalent circuit model.
Journal of the Electrochemical Society, 155(5):51-56. (SCI) [IF=3.9, 5IF=4.1;
7/21=33.33%, MATERIALS SCIENCE, COATINGS & FILMS; Times Cited:9]

113. Lee BS, Huang SH, Chiang YC, Chien YS, Mou CY, Lin CP* (Corresponding
Author) (2008). Development of in vitro tooth staining model and usage of
catalysts to elevate the effectiveness of tooth bleaching. Dental Materials,
24(1):57-66. (SCI) [ IF=5.0, 5IF=6.0; 6/91=6.00%; DENTISTRY, ORAL
SURGERY & MEDICINE; Times Cited:71])

114. Lee YL, Lin FH, Wang WH, Ritchie HH, Lin_ CP* (Corresponding Author)
(2007). Effects of EDTA on the hydration mechanism of mineral trioxide
aggregate. Journal of Dental Research, 86(6):534-538. (SCI) [IF=7.6, 5IF=7.6;
3/91=3.29%, DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:134]

115. Lee BS, Chiang YC, Hung WC, Cheng JH, Lin CP* (Corresponding Author)
(2007). Failure criteria of dentin-resin adhesion - the J —integral approach. Scripta
Materialia, 56(10):863-866. (SCI) [ IF=6.0, 5IF=6.2; 9/78=11.53%,
METALLURGY &METALLURGICAL ENGINEERING; Times Cited:2]

116. Wang YL, Lee BS, Chang KC, Chiu HC, Lin FH, Lin CP* (Corresponding
Author) (2007). Characterization, fluoride release and recharge properties of
polymer-kaolinite nanocomposite resins. Composites Science and Technology,
67(15-16):3409-3416. (SCI) [IF=9.1, 5IF=8.5; 4/28=14.28%, MATERIALS
SCIENCE, COMPOSITES; Times Cited:32])

117. Li UM, lijima M, Endo K, Brantley WA, Alapati SB, Lin CP* (Corresponding
Author) (2007). Application of plasma immersion ion implantation for surface
modification of nickel-titanium rotary instruments. Dental Materials Journal,
26(4):467-473. (SCI) [IF=2.5, 5IF=2.5; 49/91=53.84%, DENTISTRY, ORAL




SURGERY & MEDICINE; Times Cited:23]

118. Lee BS, Kang SH, Wang YL, Lin FH, Lin CP* (Corresponding Author) (2007).
In vitro study of dentinal tubule occlusion with sol-gel DP-bioglass for treatment
of dentin hypersensitivity. Dental Materials Journal, 26(1):52-61. (SCI)

[ IF=2.5, 5IF=2.5; 49/91=53.84%, DENTISTRY, ORAL SURGERY &
MEDICINE; Times Cited:68]

119. Kuo TC, Lee BS, Kang SH, Lin FH, Lin CP* (Corresponding Author) (2007).
Cytotoxicity of DP-bioglass paste used for treatment of dentin hypersensitivity.
Journal of Endodontics, 33(4):451-454. (SCI) [IF=4.2, 5IF=4.6; 14/91=15.38%,
DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:51])

120. Tseng YH, Tsai YL, Tsai, Lin CP, Huang SH, Mou CY, Chan CC (2007).
Double-quantum filtered heteronuclear correlation spectroscopy under magic
angle spinning. Solid State Nuclear Magnetic Resonance, 31(1):55-61. (SCI)

[1IF=3.2, 5IF=2.3; 10/41=24.39%, SPECTROSCOPY:; Times Cited:15)

121. Chen HY, Su MZ, Chang HF, Chen YJ, Lan WH, Lin_CP* (Corresponding
Author) (2007). Effects of different debonding techniques on the debonding
forces and failure modes of ceramic brackets using clinically simulated set-ups.
American Journal of Orthodontics and Dentofacial Orthopedics,
132(5):680-686. (SCI) [1F=3.0, 5IF=3.5; 37/91=40.65%, DENTISTRY, ORAL
SURGERY & MEDICINE; Times Cited:52]

122. Lee BS, Lin PY, Chen MH, Hsieh TT, Lin CP, Lai J, Lan WH. (2007). Tensile
bond strength of Er,Cr:YSGG laser-irradiated human dentin and analysis of
dentin-resin interface. Dental Materials, 23(5):570-578. (SCI) [IF=5.0, 5IF=6.0;
6/91=6.00%; DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:159]

123. Tai TF, Chiang CP, Lin CP, Lin CC and Jeng JH (2007). Persistent endodontic
lesion due to complex cementodentinal tears in a maxillary central incisor - a case
report. Oral Surgery, Oral Medicine, Oral Pathology, Oral Radiology, and
Endodontology, 103(6):e55-e60. (SCI) [ 2011 IF=1.457, 5IF=1.815;
33/81=40.47%; DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:39])

124. Yeung SY, Huang CS, Chan CP, Lin CP, Lin HN, Lee PH, Jia HW, Huang SK,
Jeng JH, Chang MC (2007). Antioxidant and pro-oxidant properties of
chlorhexidine and its interaction with calcium hydroxide solutions. International
Endodontic Journal, 40(11):837-844. (SCI) [IF=5.0, 5IF=5.3; 7/156=4.48%,
DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:75])

125. Wang WH, Lin FH, Lee YL, Lin CP (2007). Cytotoxicity of partial-stabilized
cement. Journal of Biomedical Materials Research Part A, 81A(1):195-204.
(SCI) [IF=4.9, 5IF=4.6; 29/96=30.20%, ENGINEERING, BIOMEDICAL L;
Times Cited:12]




126. Tseng YH, Tsai YL, Tsai WT, Lin CP* (Corresponding Author), Huang SH,
Mou CY, Chana CC (2007). Characterization of the phosphate units in rat dentin
by solid-state NMR spectroscopy. Chemistry of Materials, 19(25):6088-6094.
(SCI) [ IF=8.6, 5IF=9.6; 55/420=13.09%, MATERIALS SCIENCE,
MULTIDISCIPLINARY; Times Cited:41]

127. Lee BS, Chen RS, Wang DM, Lai JY, Lin CP* (Corresponding Author) (2007).
Attachment of MG-63 cells on an RGDS-immobilized asymmetrical
polycaprolactone membrane. Journal of Dental Sciences, 2(4):201-210. (SCI)

[ IF=3.5, 5IF=3.0; 26/91=28.57%, DENTISTRY, ORAL SURGERY &
MEDICINE; Times Cited:0]

128. Yang TT, Wang CY, Jeng JH, Lin CP, Tsai YL (2007). Geriatric oral health care

in Taiwan. What do we need? Journal of Dental Sciences, 2(2):59-64. (SCI)
[ IF=3.5, 5IF=3.0; 26/91=28.57%, DENTISTRY, ORAL SURGERY &
MEDICINE; Times Cited:4 ]

129. Tai TF, Huang SH, Lin CP, Tsai YL, Jeng JH (2006). Sinus tract from proximal
roots with infected root canals: cases report. Journal of Dental Sciences,
1(4):202-206. (SCI) [IF=3.5, 5IF=3.0; 26/91=28.57%, DENTISTRY, ORAL
SURGERY & MEDICINE; Times Cited:4]

130. Huang SJ, Tseng YH, Liu SB, Huang SH, Lin CP, Chan JCC (2006). Spectral
editing based on selective excitation and Lee-Goldburg cross-polarization under
magic angle spinning. Solid State Nuclear Magnetic Resonance, 29(4):272-2717.
(SCI) [1F=3.2,5IF=2.3; 10/41=24.39%, SPECTROSCOPY; Times Cited:33]

131. Lai TN, Lin CP, Yang PJ, Kok SH, Lan WH, Chang HH (2006). Evaluation of
mandibular block using a standardized method. Oral Surgery, Oral Medicine,
Oral Pathology, Oral Radiology, and Endodontology, 102(4):462-468. (SCI)

[2011 IF=1.457, 51F=1.815; 33/81=40.47%; DENTISTRY, ORAL SURGERY &
MEDICINE; Times Cited:37]

132. Li UM, Shin CS, Lan WH, Lin_CP* (Corresponding Author) (2006).
Application of nondestructive testing in cyclic fatigue of endodontic Ni-Ti rotary
instruments. Dental Materials Journal, 25(2):247-252. (SCI) [1F=2.5, 5IF=2.5;
49/91=53.84%, DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:13]

133. Hung PC, Chang HH, Yang PJ, Kuo YS, Lan WH, Lin CP* (Corresponding
Author) (2006). Comparison of the Gow-Gates mandibular block and inferior
alveolar nerve block using a standardized protocol. Journal of the Formosan
Medical Association, 105(2):139-146. (SCI) [I1F=3.2, 5IF=3.3; 69/167=39.20%;
MEDICINE, GENERAL & INTERNAL; Times Cited:49]

134.Li UM, Lu CM, Chang WH, Chen YC, Lai TM, Lan WH, Lin_CP*
(Corresponding Author) (2006). Study of the effects of thermal nitriding surface




modification of nickel titanium rotary instruments on the wear resistance and
cutting efficiency. Journal of Dental Sciences, 1(2):53-58. (SCI) [IF=3.5,
51F=3.0; 26/91=28.57%, DENTISTRY, ORAL SURGERY & MEDICINE; Times
Cited:9)

135. Lee YL, Liu J, Clarkson BH, Lin CP, Godovikova V, Ritchie HH. (2006).
Dentin-pulp complex responses to carious lesions. Caries Research,
40(3):256-264. (SCI) [IF=4.2, 5IF=3.7; 14/91=15.38%, DENTISTRY, ORAL
SURGERY & MEDICINE; Times Cited:60]

136. Kuo CI, Wang YL, Chang HH, Huang GF, Lin CP, Li UM, Guo MK (2006).
Application of Ni-Ti Files for pulpectomy in primary molars. Journal of Dental
Sciences, 1(1):10-15. (SCI) [IF=3.5, 5IF=3.0; 26/91=28.57%, DENTISTRY,
ORAL SURGERY & MEDICINE; Times Cited:124)

137. Lee BS, Lin YW, Chia JS, Hsien TT, Chen MH, Lin CP, Lan WH (2006).
Bactericidal effects of diode laser on Streptococcus mutans after irradiation
through different thickness of dentin. Lasers in Surgery and Medicine,
38(1):6-69. (SCI) [ IF=2.4, 5IF=2.7; 88/212=41.50%; SURGERY; Times
Cited:78)

138. Chen MH, Hsu YH, Lin CP, Chen YJ, Young TH (2005). Interactions of acinar
cells on biomaterials with various surf ace properties. Journal of Biomedical
Materials Research Part A, 74A(2):254-262. (SCI) [ IF=4.9, 5IF=4.6;
29/96=30.20%, ENGINEERING, BIOMEDICAL; Times Cited:37])

139. Lee BS, Tsai HY, Tsai YL, Lan WH, Lin CP* (Corresponding Author) (2005).
In vitro study of DP-bioglass paste for treatment of dentin hypersensitivity. Dental
Materials Journal, 24(4):562-569. (SCI) [IF=2.5, 5IF=2.5; 49/91=53.84%,
DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:50])

140. Lee BS, Chen WP, Chang CW, Lan WH, Lin CP* (Corresponding Author)
(2005). In vitro study of dentin hypersensitivity treated by Nd:YAP laser and
bioglass. Dental Materials, 21(6):511-519. (SCI) [IF=5.0, 5I1F=6.0; 6/91=6.00%;
DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:81])

141. Chen WP, Lee BS, Chiang YC, Lan WH, Lin CP* (Corresponding Author)
(2005). Effects of various periodontal ligament elastic moduli on the stress
distribution of a central incisor and surrounding alveolar bone. Journal of the
Formosan Medical Association, 104(11):830-838. (SCI) [IF=3.2, 5IF=3.3;
69/167=39.20%; MEDICINE, GENERAL & INTERNAL; Times Cited:12]

142. Lin CP, Chena YJ, Lee YL, Wang JS, Chang MC, Lan WH, Chang HH, Jeng JH
(2004). Effects of root-end filling materials and eugenol on mitochondrial
dehydrogenase activity and cytotoxicity to human periodontal ligament fibroblasts.
Journal of Biomedical Materials Research: Part B - Applied Biomaterials,




71(B)(2):429-440. (SCI) [IF=3.4, 5IF=3.4; 53/96=55.20%; ENGINEERING,
BIOMEDICAL; Times Cited:93]

143. Lee YL, Lee BS, Lin FH, Lan WH, Lin CP* (Corresponding Author) (2004).
Effects of physiological environments on the hydration behavior of mineral
trioxide aggregate. Biomaterials, 25(5):787-793. (SCI) [IF=14.0, 5IF=13.8;
2/45=4.44%, MATERIALS SCIENCE, BIOMATERIALS; Times Cited:414)

144. Lee BS, Hsieh TT, Chi CH, Lan WH, Lin CP* (Corresponding Author) (2004).
The role of organic tissue on the punch shear strength of human dentin. Journal
of Dentistry, 32(2):101-107. (SCI) [ IF=4.4, 5IF=5.0; 11/91=12.08%,
DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:40])

145. Lan WH, Lee BS, Liu HC, Lin_CP* (Corresponding Author) (2004).
Morphologic study of Nd : YAG laser usage in treatment of dentinal
hypersensitivity. Journal of Endodontics, 30(3):131-134. (SCI) [ IF=4.2,
51F=4.6; 14/91=15.38%, DENTISTRY, ORAL SURGERY & MEDICINE; Times
Cited:115)

146. Lee BS, Lin CP, Hung YL, Lan WH (2004). Structural changes of Er:YAG
laser-irradiated human dentin. Photomedicine and Laser Surgery,
22(4):330-334.(SCE) [2020 IF=2.796, 5IF=2.109; 83/211=39.33%; SURGERY;
Times Cited:54 ]

147. Lee BS, Jeng JH, Lin_CP, SS, Lan WH (2004). Thermal effect and
morphological changes induced by Er:YAG laser with two kinds of fiber tips to
enlarge the root canals. Photomedicine and Laser Surgery, 22(3):191-197. (SCI)

[2020 IF=2.796, 51F=2.109; 83/211=39.33%; SURGERY; Times Cited:37]

148. Lin FH, Wang WH, Lin_CP* (Corresponding Author) (2003). Transition
element contained partial-stabilized cement (PSC) as a dental retrograde-filling
material. Biomaterials, 24(2):219-233. (SCI) [IF=14.0, 5IF=13.8; 2/45=4.44%,
MATERIALS SCIENCE, BIOMATERIALS; Times Cited:19]

149. Lee BS, Hsieh TT, Lee YL, Lan WH, Hsu YJ, Wen PH, Lin_ CP*
(Corresponding Author) (2003). Bond strengths of orthodontic bracket after
acid-etched, Er:YAG laser-irradiated, and combined treatment on enamel surface.
Angle Orthodontist, 73(5):565-570. (SCI) [IF=3.4, 5IF=3.5; 28/91=30.76%,
DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:147]

150. Hsien HC, Cheng YA, Lee YL, Lan WH, Lin CP* (Corresponding Author)
(2003). Repair of the perforating internal resorption with mineral trioxide
aggregate: A case report. Journal of Endodontics, 29(8):538-539. (SCI) [IF=4.2,
51F=4.6; 14/91=15.38%, DENTISTRY, ORAL SURGERY & MEDICINE; Times
Cited:151]

151. Chen RS, Liu CC, Tseng WY, Jeng JH, Lin CP* (Corresponding Author)




(2003). Cytotoxicity of three dentin bonding agents on human dental pulp cells.
Journal of Dentistry, 31(3):223-229. (SCI) [IF=4.4, 51F=5.0; 11/91=12.08%,
DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:116 )

152. Lan WH, Lan WC, Wang TM, Lee YL, Tseng WY, Lin CP, Chang MC, Jeng JH
(2003). Cytotoxicity of conventional and modified glass ionomer cements.
Operative Dentistry, 28(3): 251-259. (SCI) [IF=2.2, 5IF=2.9; 61/91=67.03%,
DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:75])

153. Lee BS, Lin CP, Lin FH, Li UM, Lan WH (2003). Effect of Nd:YAG laser
irradiation on the hardness and elastic modulus of human dentin. Journal of
Clinical Laser Medicine & Surgery, 21(1):41-46. (SCI) [2006 IF=2.150, 5IF=
-, 13/42=30.952%, ENGINEERING, BIOMEDICAL; Times Cited:17]

154. Yeung SY, Lan WH, Huang CS, Lin CP, Chan CP, Chang MC, Jeng JH (2002).
Scavenging property of three cresol isomers against H,O,, hypochlorite,
superoxide and hydroxyl radicals. Food & Chemical Toxicology,
40(10):1403-1413. (SCI) [IF=4.3,5IF=5.1; 43/142=30.28%, FOOD SCIENCE &
TECHNOLOGY:; Times Cited:100])

155. Chen CN, Huang GF, Guo MK, Lin CP (2002). An in vitro study on restoring
bond strength of a GIC to saliva contaminated enamel under unrinse condition.
Journal of Dentistry, 30(5-6):189-194. (SCI) [IF=4.4, 5IF=5.0; 11/91=12.08%,
DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:9])

156. Lee BS, Lin CP, Lin FH, Lan WH (2002). Ultrastructural changes of human
dentin after irradiation by Nd : YAG laser. Lasers in Surgery and Medicine,
30(3): 246-252. (SCI) [IF=2.4, 5IF=2.7; 88/212=41.50%; SURGERY; Times
Cited:61)

157. Li UM, Lee BS, Shih CT, Lan WH, Lin CP* (Corresponding Author) (2002).
Cyclic fatigue of endodontic nickel titanium rotary instruments: Static and
dynamic tests. Journal of Endodontics, 28(6):448-451. (SCI) [IF=4.2, 5IF=4.6;
14/91=15.38%, DENTISTRY, ORAL SURGERY & MEDICINE; Times
Cited:339])

158. Lin CP, Lee BS, Lin FH, Kok SH, Lan WH (2001). Phase, compositional, and
morphological changes of human dentin after Nd: YAG laser treatment. Journal of
Endodontics, 27(6):389-393. (SCI) [ IF=4.2, 5IF=4.6; 14/91=15.38%,
DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:97])

159. Lin CP, Lin FH, Tseng YC, Kok SH, Lan WH, Liao JD (2001). Treatment of
tooth fracture by medium energy CO, laser and DP-bioactive glass paste: the
interaction of enamel and DP-bioactive glass paste after irradiation by CO, laser.
Biomaterials, 22(5):489-496. (SCl) [ IF=14.0, 5IF=13.8; 2/45=4.44%,
MATERIALS SCIENCE, BIOMATERIALS; Times Cited:29]




160. FH Lin, CJ Liao, KS Chen, JS Sun, Lin CP* (Corresponding Author) (2001).
Petal-like apatite formed on the surface of tricalcium phosphate ceramic after
soaking in distilled water. Biomaterials, 22(22):2981-2992. (SCI) [IF=14.0,
51F=13.8; 2/45=4.44%, MATERIALS SCIENCE, BIOMATERIALS; Times
Cited:88)

161. Lan WH, Chen KW, Jeng JH, Lin_CP* (Corresponding Author), Lin SK
(2000). A comparison of the morphological changes after Nd-YAG and CO, laser
irradiation of dentin surfaces. Journal of Endodontics, 26(8):450-453. (SCI)

[ IF=4.2, 5IF=4.6; 14/91=15.38%, DENTISTRY, ORAL SURGERY &
MEDICINE; Times Cited: 73]

162. Chen RS, Liu CC, Cheng MR, Lin CP* (Corresponding Author), Hsieh CC
(2000). Bonded amalgam restorations: Using a glass-ionomer as an adhesive liner.
Operative Dentistry, 25(5): 411-417. (SCI) [IF=2.2, 5IF=2.9; 61/91=67.03%,
DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:47])

163. Lin CP* (Corresponding Author), Cheng JH, Versluis A, Douglas WH (2000).
Failure criteria of dentin-resin adhesion - a mixed mode fracture mechanics
approach. Scripta Materialia, 42(4): 327-333. (SCI). [ IF=6.0, 5IF=6.2;
9/78=11.53%, METALLURGY &METALLURGICAL ENGINEERING; Times
Cited:5)

164. Lai JC, Lin CP* (Corresponding Author), Chu WH, Chou HG, Lai TM, Lan
WH (2000). Shaping ability of the Lightspeed rotary instrument in simulated root
canals. Chinese Dental Journal, 19:35-44.

165. Lin CP, Tseng YC, Lee BS, Kok SK, Lin FH, Lan WH (2000). Treatment of
tooth fracture by medium energy CO2 laser and DP-bioactive glass paste: Thermal
behavior and phase transformation of human tooth enamel and dentin after
irradiation by CO, laser. Journal of Materials Science-Materials in Medicine,
11(6):373-381. (SCI) [ IF=3.7, 5IF=3.8; 48/96=50.00%, ENGINEERING,
BIOMEDICAL; Times Cited:42)

166. Lin CP , Lin FH, Tseng YC, Kok SH, Lan WH, Liao JD (2000). Treatment of
tooth fracture by medium energy CO, laser and DP-bioactive glass paste:
compositional, structural, and phase changes of DP-bioglass paste after irradiation
by CO, laser. Biomaterials, 21(6):637-643. (SCI) [ IF=14.0, 5IF=13.8;
2/145=4.44%, MATERIALS SCIENCE, BIOMATERIALS; Times Cited:30])

167. Liu HC, Lin CP, Lan WH (1999). The combined occluding effect of sodium
fluoride varnish and Nd : YAG laser irradiation on human dentinal tubules.
Journal of Endodontics, 25(6):424-426. (SCI) [IF=4.2, 5IF=4.6; 14/91=15.38%,
DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:167)

168. Chan CP, Lin CP, Chang SH, Chen CC, Lin CJ, Jeng JH (1999). Vertical root




fracture in endodontically versus nonendodontically treated teeth - a survey of 315
cases in Chinese patients. Oral Surgery, Oral Medicine, Oral Pathology, Oral
Radiology, and Endodontology, 87(4):504-507. (SCI) [ 2011 IF=1.457,
51F=1.815; 33/81=40.47%; DENTISTRY, ORAL SURGERY & MEDICINE;
Times Cited:244 )

169. Jeng JH, Chen GW, Lin CP, Chou HG, Lan WH (1999). Ultrastructural changes
of the tooth root surface by Nd : YAG laser irradiation followed by citric acid and
tetracycline. Journal of the Formosan Medical Association, 98(4):242-247.
(SCI) [ IF=3.2, 5IF=3.3; 69/167=39.20%; MEDICINE, GENERAL &
INTERNAL; Times Cited:9)

170. Lin_CP* (Corresponding Author), Chou HG, Chen RS, Lan WH, Hsieh CC
(1999). Root deformation during root-end preparation. Journal of Endodontics,
25(10):668-671. (SCI) [IF=4.2, 51F=4.6; 14/91=15.38%, DENTISTRY, ORAL
SURGERY & MEDICINE; Times Cited:32]

171. Lin FH, Chen TM, Lin CP, Lee CJ (1999). The merit of sintered PDLLA/TCP
composites in management of bone fracture internal fixation. Artificial Organs,
23(2):186-194. (SCI) [ IF=2.4, 5IF=2.4; 67/96=69.79%, ENGINEERING,
BIOMEDICAL; Times Cited:79])

172. Chang MC, Jeng JH, Lin CP, Lan WH, Tsai W, Hsieh CC. (1999). Thrombin
activates the growth, cell-cycle kinetics, and clustering of human dental pulp cells.
Journal of Endodontics, 25(2):118-122. (SCI) [IF=4.2, 51F=4.6; 14/91=15.38%,
DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:10])

173. Chen TY, Lin CP, Loa CC, Chen TL, Shang HF, Hwang J, Hui CF (1999). A
nontoxic pseudomonas exotoxin a induces active immunity and passive protective
antibody against pseudomonas exotoxin a intoxication. Journal of Biomedical
Science, 6(5):357-363. (SCI) [IF=11.0, 5IF=10.9; 13/136=9.55%, MEDICINE,
RESEARCH & EXPERIMENTAL; Times Cited:22]

174. Chang MC, Lin CP, Huang TF, Lan WH, Lin YL, Hsieh CC, Jeng JH (1998).
Thrombin-induced DNA synthesis of cultured human dental pulp cells is
dependent on its proteolytic activity and modulated by prostaglandin E-2. Journal
of Endodontics, 24(11):709-715. (SCI) [ IF=4.2, 5IF=4.6; 14/91=15.38%,
DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:24)

175. Chan CP, Tseng SC, Lin CP, Huang CC, Tsai TP, Chen CC (1998). Vertical root
fracture in nonendodontically treated teeth - a clinical report of 64 cases in
Chinese patients. Journal of Endodontics, 24(10):678-681. (SCI) [IF=4.2,
51F=4.6; 14/91=15.38%, DENTISTRY, ORAL SURGERY & MEDICINE; Times
Cited:117)

176. Chan CP, Jeng JH, Chang SH, Chen CC, Lin CJ, Lin_CP* (Corresponding




Author) (1998). Cutaneous sinus tracts of dental origin: Clinical review of 37
cases. Journal of the Formosan Medical Association, 97(9):633-637. (SCI)
[IF=3.2, 5IF=3.3; 69/167=39.20%; MEDICINE, GENERAL & INTERNAL;
Times Cited:28 ]

177. Liu HC, Lan WH, Lin_CP, Hsieh CC (1998). Prevalence and distribution of
cervical dentin hypersensitivity in a population in Taipei, Taiwan. Journal of
Endodontics, 24(1):45-47. (SCI) [1F=4.2, 5IF=4.6; 14/91=15.38%, DENTISTRY,
ORAL SURGERY & MEDICINE; Times Cited:204 )

178. Chang MC, Lan WH, Chan CP, Lin_CP, Hsieh CC, Jeng JH (1998). Serine
protease activity is essential for thrombin-induced protein synthesis in cultured
human dental pulp cells: modulation roles of prostaglandin E,. Journal of Oral
Pathology & Medicine, 27(8):23-28. (SCI) [IF=3.3, 5IF=3.5; 30/91=32.96%,
DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:13)

179. Lin_CP* (Corresponding Author), Chou HG, Kuo JC, Lan WH (1998). The
quality of ultrasonic root-end preparation:A quantitative study. Journal of
Endodontics, 24(10):666-670. (SCI) [ IF=4.2, 5IF=4.6; 14/91=15.38%,
DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:72])

180. Lin_CP* (Corresponding Author), Chen RS, Liu CC, and Lian SS (1997).
Failure criteria of dentin-resin tensile bond test : A fracture mechanics approach.
Scripta Materialia, 38(1):115-121. (SCI) [ IF=6.0, 5IF=6.2; 9/78=11.53%,
METALLURGY &METALLURGICAL ENGINEERING; Times Cited:9]

181. Chen RS, Lin CP, Hsieh CC (1997). Total failure energy of a composite resin
bonded to human enamel. Journal of the Formosan Medical Association,
96(2):103-109. (SCI) [ IF=3.2, 5IF=3.3; 69/167=39.20%; MEDICINE,
GENERAL & INTERNAL; Times Cited:3]

182. Lin SK, Chiang CP, Hong CY, Lin CP, Lan WH, Hsieh CC, Kuo MYP (1997).
Immunolocalization of interstitial collagenase (MMP-1) and tissue inhibitor of
metalloproteinases-1 (TIMP-1) in radicular cysts. Journal of Oral Pathology &
Medicine, 26(10): 458-463. (SCI) [ IF=3.3, 5IF=3.5; 30/91=32.96%,
DENTISTRY, ORAL SURGERY & MEDICINE; Times Cited:57])

183. Liu HC, Lin CP, Lan WH (1997). Sealing depth of Nd:YAG laser on human
dentinal tubules. Journal of Endodontics, 23(11):691-693. (SCI) [IF=4.2,
51F=4.6; 14/91=15.38%, DENTISTRY, ORAL SURGERY & MEDICINE; Times
Cited:211)

184. Chou HG, Lin_CP* (Corresponding Author), Kuo JC, Lan WH (1997).
Scanning electron microscopic evaluation of the cleanliness of a new ultrasonic
root end preparation. Journal of the Formosan Medical Association,
96(9):727-733. (SCI) [ IF=3.2, 5IF=3.3; 69/167=39.20%; MEDICINE,




GENERAL & INTERNAL; Times Cited:12]

185. Chou HG, Lin CP, Kuo JC, Lan WH (1997). The cleanlines of a new ultrasonic
root end preparation—scanning electron microscopic evaluation. Journal of the
Formosan Medical Association, 96(9):727-733. (SCI) [ IF=3.2, 5IF=3.3;
69/167=39.20%; MEDICINE, GENERAL & INTERNAL; Times Cited:12]

186. Lian HJ, Lan WH, Lin CP (1996). The effect of cooling systems on CO,-lased
human enamel. Journal of Clinical Laser Medicine and Surgery, 14(6):381-384.
(SCI) [2006 IF=2.150, 51F= -, 13/42=30.95%, ENGINEERING, BIOMEDICAL,;
Times Cited:9]

187. Lin CP, Douglas WH(1994). Structure-property relations and crack resistance at
the bovine dentin-enamel junction. Journal of Dental Research,
73(5):1072-1078. (SCI) [IF=7.6, 5IF=7.6; 3/91=3.29%, DENTISTRY, ORAL
SURGERY & MEDICINE; Times Cited:243])

188. Lin_CP, Douglas WH (1994). Failure mechanisms at the human dentin-resin
interface — a fracture mechanics approach. Journal of Biomechanics,
27(8):1037-1047. (SCI) [IF=2.4, 5IF=2.7; 67/96=69.79%, ENGINEERING,
BIOMEDICAL; Times Cited:86)

189. Lin _CP, Douglas WH, Eriandsen SL (1993). Scanning electron microscopy of
type-1 collagen at the dentin-enamel junction of human teeth. Journal of
Histochemistry & Cytochemistry, 41(3):381-388. (SCI) [IF=3.2, 5IF=3.3;
127/191=66.49%; CELL BIOLOGY ; Times Cited:204]

190. Wolf WD, Francis LF, Lin CP, Douglas WH (1993). Melt-infiltration processing
and fracture toughness of alumina-glass dental composites. Journal of the
American Ceramic Society, 76(10): 2691-2694. (SCI) [ IF=3.9, 5IF=3.8; ;
4/28=14.28%; MATERIALS SCIENCE, CERAMICS; Times Cited:75]

191. Lin CP* (Corresponding Author), Lan WH (1987). The corrosive effect of root
canal irrigants on endodontic instruments. Journal of the Formosan Medical
Association, 86(2):144-151. (SCI) [ IF=3.2, 5IF=3.3; 69/167=39.20%);
MEDICINE, GENERAL & INTERNAL; Times Cited:0]

192. Lin_CP* (Corresponding Author) (1986). The enamel bond strength of
halophosphorus esters of BIS-GMA adhesive. Journal of the Formosan Medical
Association, 85(1):66-73. (SCI) [IF=3.2, 5IF=3.3; 69/167=39.20%; MEDICINE,
GENERAL & INTERNAL; Times Cited:2]

193. Lin CP* (Corresponding Author), Lan WH (1985). Intracanal application with
triamcinolone-chloramphenicol on postoperative pain after immediate root canal
filling. Journal of the Formosan Medical Association, 84(12):1358-1362. (SCI)

[IF=3.2, 5IF=3.3; 69/167=39.20%; MEDICINE, GENERAL & INTERNAL;
Times Cited:1]




Kuo YS, Lin CP (1985). An unusual adenomatoid odontogenic tumor in the mandible
resembling a cyst - a case report. Journal of the Formosan Medical Association,
84(3):429-434. (SCI) [1F=3.2, 51F=3.3; 69/167=39.20%; MEDICINE, GENERAL &

INTERNAL; Times Cited:0)



